♦ Application(Coating) Procedure

A) UW-51C (Coating agent)

1) Surface Processing :    * Sand Blasting

                          * Grinding

                          * Shaving

   * Must remove the oil, dust and rust.

2) Mixing :   Volume ratio = 3 : 1

              (Base : Hardner)

              Mixing time : 3 min
3) Application(Coating)

   Coat evenly without pinholes. 
In case of the wide plate, you’d better use the wide rubber scraper

<Remark>

 When coating, must use one by one(1 Kg)

 After mixing Base and Hardner, must use within 30 minute.
B) UW-51G(Putty)

1) Surface Processing :    * Sand Blasting

                          * Grinding

                          * Shaving

* Must remove the oil, dust and rust.
2) Mixing :   Volume ratio = 3 : 1

              (Base : Hardner)

              Mixing time : 3 min
☞ Mixing is very important because of the metals in the Putty. Otherwise it occur sinking problem.
    3) Puttying works

       If some damages or cracks appear on the area to be coated, then use putty to process the coating area uniformly (Sometimes use none-woven fiber and glass fiber after dipping in the putty)

    4) After puttying work and drying, must coat with UW-51C(Coating agent)

